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Manager, Hardlines Division 

Testing Status 
Production  Warehouse Pull  
Retest  Previous Report No.:  
Revised Report:  Reason for revision:  
Amended Report  Reason for addendum:  

 
 Rating Fed/State 

Regulation 
Voluntary 
Standards 

Costco 
Standards 

Product 
Specifications

Test Property PASS FAIL DATA Non-Compliance (Check All That Apply) 
Labeling (Label Review) -- -- -- -- -- -- -- 
Product Specifications -- -- -- -- -- -- -- 
Construction Qualities -- -- -- -- -- -- -- 
Performance  -- -- -- -- -- -- -- 
Flammability -- -- -- -- -- -- -- 
Lead Test X -- -- -- -- -- -- 
CA Prop65-current 
consent decree review 

-- 
-- 

-- -- -- -- -- 

Other(BPA free) X -- -- -- -- -- -- 
 
 
Remark:  
 
1. Per client’s request , only lead content in surface coating and BPA free test were conducted. 
 
Executive Summary: 
 
Protocol Tested Rating 
Lead content in surface coating  PASS 
BPA Free  PASS 
 
 
Test Result: 
Refer to the protocol pages and the following result: 
 
COMPONENT BREAKDOWN LIST: 
 

Test Item Component Description 

Test Item 1: Silvery Coating (On Gas Pole) 

Test Item 2: Brown Coating (On Wood Chip) 

Test Item 3: Grey Plastic (Cap) 

Test Item 4: Black Plastic (Handle) 

Test Item 5: Light Grey Plastic (Handle) 

Test Item 6: Grey Plastic (Lock) 

Test Item 7: Black Plastic (Groove) 

Test Item 8: Black Plastic (Corrugated Sheet) 

Test Item 9: Black Plastic (Wood Grain) 
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Test Item Component Description 

Test Item 10: Brown Plastic (Wood Grain) 

 
1. Total Lead Content in Paint or Similar Surface Coating – U.S. CPSC 16 CFR 1303/COSTCO 

WHOLESALE 
 

Test Item 
Accessibility 

(Remark) 
Classification 

Total Lead (Pb) (ppm) 
Conclusion 

Result Limit 

1 
Accessible as 

received 
Paint or similar surface coating <10 90 PASS  

2 Accessible as 
received 

Paint or similar surface coating <10 90 PASS  

 
Method:  
1) Lead in paint and other similar surface coatings:  

The test is conducted according to the US CPSC Standard Operating Procedure for Determining Lead (Pb) in Paint 
and Other Similar Surface Coatings, April 26, 2009 (CPSC-CH-E1003-09) 

2) Lead in metals: 
The test is conducted according to the US CPSC Standard Operating Procedure for Determining Total Lead (Pb) in 
Children’s Metal Products (Including Children’s Metal Jewelry), December 4, 2008 (CPSC-CH-E1001-08) 

3) Lead in other non-metal materials including plastics, glass and leather material: 
The test is conducted according to the US CPSC Standard Operating Procedure for Determining Total Lead (Pb) in 
Non-Metal Children’s Products, February 1, 2009 (CPSC-CH-E1002-08) 

 
Note: ppm = part per million = mg/kg (milligram per kilogram) 
 “<” = less than 
Remark: 
 
The accessibility of the submitted sample after use and abuse isverified according to 16 CFR 1500.87 (e) to (h).    
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2. Bisphenol A Content – Client’s Requirement 
 

Test Item 
Bisphenol A [CAS No. 80-05-7](mg/kg) 

Conclusion 
Result Client’s Requirement 

1 ND 0.1 PASS 

2 ND 0.1 PASS 

3+4+5 ND 0.1 PASS 

6 ND 0.1 PASS 

7 ND 0.1 PASS 

8 ND 0.1 PASS 

9+10 ND 0.1 PASS 
ND = Not detected (Laboratory Reporting Limit =0.1mg/kg) 
 
Method: Sample was extracted with organic solvent and then analyzed by Liquid Chromatograph Mass Spectrometer. 
 
Note: mg/kg = milligram per kilogram  
 
**************************************************End of Test Report************************************************* 
NOTE:  
 
If there is question or concern regarding the above results, please contact us via email sling@mts-global.com 
 
 
 
 

 
 

This test report is governed by the Terms and Conditions, available on request or accessible at http://www.mts-
global.com/en/terms.html. Attention is especially drawn to the limitations of liability, indemnification and jurisdictional provisions 
defined therein.  This report is issued strictly based on the testing of the samples submitted by you. The test results in this 
report refer only to the sample(s) actually tested and do not refer or be deemed to refer to any bulk production from which such 
sample(s) may be said to have been obtained. In the event that MTS was requested to survey and test any bulk production 
quantity of samples, MTS, in the absence of any contrary written instructions, performed random sampling of bulk production 
for testing purposes.  Variations in the conditions under which samples are stored, transported, etc., may lead to variations in 
the test results. MTS cannot anticipate and shall not be held responsible for variations in test results that may be due to factors 
beyond MTS’ control, such as, sample cross-contamination, evaporation of volatile substances due to storage temperature, 
humidity, etc. This report does not constitute a recommendation, actual or implied, for any specific course of action. Other than 
the expressed warranties made in the Terms and Conditions of the MTS Test Request Form, MTS makes no warranties or 
representations either express or implied with respect to this report. In no circumstances whatsoever shall MTS be liable for 
any consequential, special or incidental damages arising out of, or in connection with, this report. As per regulation of China 
Metrology Accreditation (CMA), a report without CMA accreditation logo will not serve as testimonial to the public for the 
purpose defined by CMA regulations. 
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